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11/02/2007  Here’s the hood for the C520 project. These pictures show the complete hood in it’s “roughed-in” phase. Everything is welded in place. I still need to weld a tab in for a high intensity driving light to replace the low-wattage original unit. Time to grind the welds, bead blast the painted areas, and ‘glass the seams. That will make them waterproof to prevent future corrosion. Final blending will be done with body filler to feather edge it all together. High build primer will be applied and sanded before the paint goes on. Fender pan is already fitted for the 520 chassis, and is ready for primer and paint. 

When it’s all finished, it will rival a car finish. 
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